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Welding General and its Applications Sectional Committee, MTD 11 

NATIONAL FOREWORD 

This Indian Standard which is identical to ISO 3834-3 : 2021 ‘Quality requirements for fusion 

welding of metallic materials— Part 3: Standard quality requirements (second revision)’ issued by the

International Organization for Standardization (ISO), was adopted by the Bureau of Indian Standards 

on the recommendation of the Welding General and its Applications Sectional Committee and approval 

of the Metallurgical Engineering Division Council. 

This standard was originally published in 2003 and subsequently revised as IS 15326 (Part 3) : 2017 

‘Quality requirements for fusion welding of metallic materials: Part 3 standard quality requirements 

(first revision)’ under dual numbering system. The Second revision of this standard has been 

undertaken to align it with the latest version of ISO 3834-3 : 2021. 

The changes compared to the previous edition are as follows: 

a) Editorial revisions

b) Update of references to the latest edition of ISO 3834-5

c) Rewrite of Clause 16 on calibration and validation of measuring, inspection and test

equipment.

The text of ISO standard has been approved as suitable for publication as an Indian Standard without 

deviations. Certain terminologies and conventions are, however, not identical with those used in Indian 

Standard. Attention is especially drawn to the following: 

a) Wherever the words `International Standard’ appear referring to this standard, it

should be read as `Indian Standard’

b) Comma (,) has been used as a decimal marker while in Indian Standards the current

practice is to use a point (.) as the decimal marker.

In this adopted standard, reference appears to certain International Standards for which Indian 

Standards also exists. The corresponding Indian Standards which are to be substituted in their place 

are listed below along with their degree of equivalence for the edition indicated: 

International Standard    Corresponding Indian Standard Degree of Equivalence 

ISO 3834-1 Quality 

requirements for f usion 

welding of metallic materials —

Part 1: Criteria for the 

selection of the appropriate 

level of quality requirements 

IS 15326 (Part 1) : 2018/ISO 3834-1: 

2005 Quality requirements for fusion 

welding of metallic materials: Part 1 

criteria for the selection of the 

appropriate level of quality 

requirements (first revision) 

       Identical 

ISO 3834-5 Quality 

requirements for fusion 

welding of metallic 

materials —Part 5: 

Documents with which it is 

necessary to conform to 
claim conformity  to the quality 
requirements  of ISO 3834-2, 
ISO 3834-3 or ISO 3834-4 

IS 15326 (Part 5) : 2019/ISO 3834-5: 

2015 Quality requirements for fusion 

welding of metallic materials: Part 5 

documents with which it is necessary to 

conform to claim conformity to the 

quality requirements of ISO 3834 - 2, 

ISO 3834 - 3 or ISO 3834 - 4 (first

revision) 

        Identical 

 (Continued to third cover) 
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www​.iso​.org/​directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www​.iso​.org/​patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT), see www​.iso​.org/​
iso/​foreword​.html.

This document was prepared by Technical Committee ISO/TC 44, Welding and allied processes, 
Subcommittee SC 10, Quality management in the field of welding, in collaboration with the European 
Committee for Standardization (CEN) Technical Committee CEN/TC 121, Welding and allied processes, 
in accordance with the Agreement on technical cooperation between ISO and CEN (Vienna Agreement).

This third edition cancels and replaces the second edition (ISO 3834-3:2005), of which it constitutes a 
minor revision.

The main changes compared to the previous edition are as follows:

—	 editorial revisions;

—	 update of references to the latest edition of ISO 3834-5;

—	 rewrite of Clause 16 on calibration and validation of measuring, inspection and test equipment.

A list of all parts in the ISO 3834 series can be found on the ISO website.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www​.iso​.org/​members​.html. 

Official interpretations, where they exist, are available from this page: https://​committee​.iso​.org/​sites/​
tc44/​home/​interpretation​.html.
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QUALITY REQUIREMENTS FOR FUSION WELDING OF 
METALLIC MATERIALS 

PART 3 STANDARD QUALITY REQUIREMENTS

1	 Scope

This document defines standard quality requirements for fusion welding of metallic materials both in 
workshops and at field installation sites.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 3834‑1, Quality requirements for fusion welding of metallic materials — Part 1: Criteria for the selection 
of the appropriate level of quality requirements

ISO 3834‑5:—,1)Quality requirements for fusion welding of metallic materials — Part 5: Documents with 
which it is necessary to conform to claim conformity to the quality requirements of ISO 3834-2, ISO 3834-3 
or ISO 3834-4

3	 Terms and definitions

For the purposes of this document, the terms and definitions given in ISO 3834-1 apply.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://​www​​.iso​​.org/​obp

—	 IEC Electropedia: available at http://​www​​.electropedia​​.org/​

4	 Use of this document

For general information on the use of this document, ISO 3834-1 shall be used.

In order to fulfil the quality requirements given in this document, the conformity to relevant documents 
given in ISO 3834-5 shall be verified.

In certain situations, e.g. where manufacturing is more suited to ISO  3834-4, or where particular 
operations, such as heat treatment, are not undertaken, the requirements detailed in this document 
may be selectively amended or deleted.

Otherwise, the requirements contained within this document shall be adopted in full.
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5	 Review of requirements and technical review

5.1	 General

The manufacturer shall review the contractual requirements and any other requirements, together 
with any technical data provided by the purchaser or in-house data when the construction is designed 
by the manufacturer. The manufacturer shall establish that all information necessary to carry out 
the manufacturing operations is complete and available prior to the commencement of the work. The 
manufacturer shall affirm its capability to meet all requirements and shall ensure adequate planning of 
all quality-related activities.

The review of requirements is carried out by the manufacturer to verify that:

—	 the work content is within its capability to perform;

—	 sufficient resources are available to achieve delivery schedules; and 

—	 documentation is clear and unambiguous. 

The manufacturer shall ensure that any variations between the contract and any previous quotation are 
identified and the purchaser notified of any programme, cost or engineering changes that can result.

Items in 5.2 are typically considered at or before the time of the review of requirements. Items in 5.3 
usually form part of the technical review and are considered during the initial planning stage.

When a contract does not exist, e.g. items made for stock, the manufacturer is required to take into 
consideration the requirements of 5.2 while carrying out the technical review (see 5.3).

5.2	 Review of requirements

The following aspects shall be considered:

a) the product standard to be used, together with any supplementary requirements;

b) statutory and regulatory requirements;

c) any additional requirement determined by the manufacturer;

d) the capability of the manufacturer to meet the prescribed requirements.

5.3	 Technical review

The following technical requirements shall be considered:

a) parent material(s) specification and welded joint properties;

b) quality and acceptance requirements for welds;

c) location, accessibility and sequence of welds, including accessibility for inspection and for non-
destructive testing;

d) the specification of welding procedures, non-destructive testing procedures and heat treatment
procedures;

e) the approach to be used for the qualification of welding procedures;

f) the qualification of personnel;

g) selection, identification and/or traceability (e.g. for materials, welds);

h) quality-control arrangements, including any involvement of an independent inspection body;

2�

IS 15326 (Part 3) : 2022
ISO 3834-3 : 2021



i) inspection and testing;

j) sub-contracting;

k) post-weld heat treatment;

l) other welding requirements, e.g. ferrite content of weld metal, ageing, hydrogen content, permanent
backing, use of peening, surface finish, weld profile;

m) use of special methods (e.g. to achieve full penetration without backing when welded from one
side only);

n) dimensions and details of joint preparation and completed weld;

o) welds which are to be made in the workshop, or elsewhere;

p) environmental conditions relevant to the application of the process (e.g. very low-temperature
ambient conditions or any necessity to provide protection against adverse weather conditions);

q) handling of non-conformances.

6	 Sub-contracting

When a manufacturer intends to use sub-contracted services or activities (e.g. welding, inspection, 
non-destructive testing, heat treatment), information necessary to meet applicable requirements shall 
be supplied by the manufacturer to the sub-contractor. The sub-contractor shall provide such records 
and documentation of her/his work as can be specified by the manufacturer.

A sub-contractor shall work under the order and responsibility of the manufacturer and shall fully 
comply with the relevant requirements of this document. The manufacturer shall ensure that the sub-
contractor can comply with the quality requirements as specified.

The information to be provided by the manufacturer to the sub-contractor shall include all relevant data 
from the review of requirements (see 5.2) and the technical review (see 5.3). Additional requirements 
may be specified as necessary to assure sub-contractor compliance with technical requirements.

7	 Welding personnel

7.1	 General

The manufacturer shall have at her/his disposal sufficient and competent personnel for the planning, 
performing and supervising of the welding production according to specified requirements.

7.2	 Welders and welding operators

Welders and welding operators shall be qualified by an appropriate test.

The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  1, for arc welding, electron-beam welding, laser-beam welding and gas 
welding; and

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

7.3	 Welding coordination personnel

The manufacturer shall have at her/his disposal appropriate welding coordination personnel. Such 
people having responsibility for quality activities shall have sufficient authority to enable any necessary 
action to be taken. The tasks and responsibilities of such persons shall be clearly defined.

3

IS 15326 (Part 3) : 2022
ISO 3834-3 : 2021



The documents to which it is required to conform to fulfil the quality requirements are specified in 
ISO 3834-5:—, Table 2, for arc welding, electron-beam welding, laser-beam welding and gas welding, 
and in ISO 3834-5:—, Table 10, for other fusion welding processes.

8	 Inspection and testing personnel

8.1	 General

The manufacturer shall have at his disposal sufficient and competent personnel for planning, 
performing, and supervising the inspection and testing of the welding production according to specified 
requirements.

8.2	 Non-destructive testing personnel

The non-destructive testing personnel shall be qualified. For visual testing, a qualification test is 
not always required. When a qualification test is not required, competence shall be verified by the 
manufacturer.

The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  3, for arc welding, electron beam-welding, laser-beam welding and gas 
welding; and 

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

9	 Equipment

9.1	 Production and test equipment

The following equipment shall be available, when necessary:

a) power sources and other machines;

b) equipment for joint and surface preparation and for cutting, including thermal cutting;

c) equipment for preheating and post-weld heat treatment including temperature indicator;

d) jigs and fixtures;

e) cranes and handling equipment used for the production;

f) personal protective equipment and other safety equipment, directly associated with the applicable
manufacturing process;

g) ovens, quivers used for treatment of welding consumables;

h) facilities for surface cleaning;

i) facilities for destructive and non-destructive testing.

9.2	 Description of production equipment

The manufacturer shall maintain a list of essential equipment, used for the production. This list shall 
identify items of major equipment, essential for an evaluation of workshop capacity and capability. This 
includes, for example:

a) maximum capacity of crane(s);

b) size of components that the workshop can handle;
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c) capability of mechanised or automatic welding equipment;

d) dimensions and maximum temperature of furnaces for post-weld heat treatment;

e) capacities of rolling, bending and cutting equipment.

Other equipment only needs to be specified by approximate total numbers which cover each general 
type (e.g. total number of power sources for the different processes).

9.3	 Suitability and maintenance of equipment

The equipment shall be adequate for the application concerned and properly maintained. Records of 
maintenance are recommended.

10	 Welding and related activities

10.1	 Production planning

The manufacturer shall carry out adequate production planning.

Items to be considered shall include at least:

a) specification of the sequence by which the construction shall be manufactured (e.g. as single parts
or sub-assemblies, and the order of subsequent final assembly);

b) identification of the individual processes required to manufacture the construction;

c) reference to the appropriate procedure specifications for welding and allied processes;

d) sequence in which the welds are to be made, if required;

e) specification for inspection and testing, including the involvement of any independent
inspection body;

f) environmental conditions (e.g. protection from wind and rain);

g) identification of components or parts, as appropriate;

h) allocation of qualified personnel;

i) arrangement for any production test.

10.2	Welding procedure specifications

The manufacturer shall prepare the welding procedure specification(s) and ensure that they are used 
correctly in production.

The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  4, for arc welding, electron-beam welding, laser-beam welding and gas 
welding; and 

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

10.3	Qualification of the welding procedures

Welding procedures shall be qualified prior to production. The method of qualification shall be in 
accordance with relevant product standards or as stated in the specification.
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The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  5, for arc welding, electron-beam welding, laser-beam welding and gas 
welding; and 

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

NOTE	 Qualification of other procedures can be required in the relevant product standards and/or the 
specifications.

10.4	 Work instructions

The manufacturer may use the welding procedure specification directly in the workshop for instruction 
purposes. Alternatively, dedicated work instructions may be used. Such dedicated work instructions 
shall be prepared from a qualified welding procedure specification and do not require separate 
qualification.

11	 Storage and handling welding consumables

The manufacturer shall produce and implement procedures for storage, handling, identification and 
use of welding consumables, which avoid moisture pick-up, oxidation and damage. The procedures shall 
be in accordance with the supplier's recommendations.

12	 Storage of parent materials

Storage shall be such that the material, including material supplied by the client, is not adversely 
affected. Identification shall be maintained during storage.

13	 Post-weld heat treatment

The manufacturer shall be fully responsible for the specification and the performance of any post-weld 
heat treatment. The procedure shall be compatible with the parent material, welded joint, construction. 
It shall be in accordance with the product standard and/or specified requirements. A record of the heat 
treatment shall be kept during the process. The record shall demonstrate that the specification has 
been followed.

The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  6, for arc welding, electron-beam welding, laser-beam welding and gas 
welding; and 

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

14	 Inspection and testing

14.1	 General

Applicable inspections and tests shall be implemented at appropriate points in the manufacturing 
process to assure conformity with contract requirements. Location and frequency of such inspections 
and/or tests depend on the contract and/or product standard, the welding process and the type of 
construction (see 5.2 and 5.3).

The manufacturer may carry out additional tests without restriction. Reporting of such tests is not 
required.
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14.2	 Inspection and testing before welding

Before the start of welding, the following shall be checked:

a) suitability and validity of welders’ and welding operators’ qualification documents;

b) suitability of welding procedure specification;

c) identity of parent material;

d) identity of welding consumables;

e) joint preparation (e.g. shape and dimensions);

f) fit-up, jigging and tacking;

g) any special requirements in the welding procedure specification (e.g. prevention of distortion);

h) suitability of working conditions for welding, including environment.

14.3	 Inspection and testing during welding

During welding, the following shall be checked at suitable intervals or by continuous monitoring:

a) essential welding parameters (e.g. welding current, arc voltage and travel speed);

b) preheating/interpass temperature;

c) cleaning and shape of runs and layers of weld metal;

d) back gouging;

e) welding sequence;

f) correct use and handling of welding consumables;

g) control of distortion;

h) any intermediate examination (e.g. checking of dimensions).

The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  7, for arc welding, electron-beam welding, laser-beam welding and gas 
welding; and

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

14.4	 Inspection and testing after welding

After welding, the compliance with relevant acceptance criteria shall be checked:

a) by visual testing (VT);

b) by non-destructive testing (NDT);

c) by destructive testing;

d) form, shape and dimensions of the construction;

e) results and records of post-weld operations (e.g. post-weld heat treatment, ageing).
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The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  8, for arc welding, electron-beam welding, laser-beam welding and gas 
welding; and 

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

14.5	 Inspection and test status

Measures shall be taken, as appropriate, to indicate the status of inspection and test of the welded 
construction, e.g. by marking of the item or a routing card.

15	 Non-conformance and corrective actions

Measures shall be implemented to control items or activities which do not conform to specified 
requirements in order to prevent their inadvertent acceptance. When repair and/or rectification 
is undertaken by the manufacturer, descriptions of appropriate procedures shall be available at all 
workstations where repair or rectification is performed. When repair is carried out, the items shall 
be re-inspected and re-tested in accordance with the original requirements. Measures shall also be 
implemented to avoid recurrence of non-conformances.

16	 Calibration and validation of measuring, inspection and test equipment

The manufacturer shall be responsible for the appropriate calibration or validation of measuring, 
inspection or test equipment.

Compliance with the welding procedure specification shall be verified by using validated measuring, 
inspection and test equipment. Calibration or validation of welding equipment does not relieve the 
manufacturer from the responsibility of verification of working in accordance with the WPS.

The documents to which it is required to conform to fulfil the quality requirements are specified in:

—	 ISO  3834-5:—, Table  9, for arc welding, electron-beam welding, laser-beam welding and gas 
welding; and 

—	 ISO 3834-5:—, Table 10, for other fusion welding processes.

17	 Identification and traceability

Identification and traceability shall be maintained throughout the manufacturing process, if required.

Documented systems to ensure identification and traceability of the welding operations shall include, if 
required:

a) identification of production plans;

b) identification of weld locations in construction;

c) identification of non-destructive testing procedures and personnel;

d) identification of welding consumable (e.g. designation, trade name, manufacturer of welding
consumables);

e) identification of parent material (e.g. type);

f) identification of location of repairs;

g) traceability of welder and welding operators to specific welds;

h) traceability of welding procedure specifications to specific welds.
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18	 Quality records

Quality records shall include, when necessary:

a) record of requirement/technical review;

b) material inspection documents;

c) welding consumable inspection documents;

d) welding procedure specifications;

e) welding procedure qualification records (WPQR);

f) welder or welding operator qualification documents;

g) non-destructive testing personnel documents;

h) heat treatment procedure specification and records;

i) non-destructive testing and destructive testing procedures and reports;

j) dimensional reports;

k) records of repairs and non-conformance reports;

l) other documents, if required.

Quality records shall be retained for a minimum period of five years in the absence of any other 
specified requirements.
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 (Continued from second cover) 

For the purpose of deciding whether a particular requirement of this standard is complied with, the final 

value, observed or calculated, expressing the result of a test or analysis shall he rounded off in accordance 

with IS 2 : 2022 'Rules for rounding off numerical values (second revision)'. The number of significant 

places retained in the rounded off value should be the same as that of the specified value in this standard. 





Bureau of Indian Standards 

BIS is a statutory institution established under the Bureau of Indian Standards Act, 2016 to promote harmonious 

development of the activities of standardization, marking and quality certification of goods and attending to 

connected matters in the country. 

Copyright 

BIS has the copyright of all its publications. No part of these publications may be reproduced in any form without 

the prior permission in writing of BIS. This does not preclude the free use, in the course of implementing the 

standard, of necessary details, such as symbols and sizes, type or grade designations. Enquiries relating to 

copyright be addressed to the Head (Publication & Sales), BIS. 

Review of Indian Standards 

Amendments are issued to standards as the need arises on the basis of comments. Standards are also reviewed 

periodically; a standard along with amendments is reaffirmed when such review indicates that no changes are 

needed; if the review indicates that changes are needed, it is taken up for revision. Users of Indian Standards 

should ascertain that they are in possession of the latest amendments or edition by referring to the website- 

www.bis.gov.in or www.standardsbis.in. 

This Indian Standard has been developed from Doc No.: MTD 11 (19351).

Amendments Issued Since Publication 

Amend No. Date of Issue Text Affected 

BUREAU OF INDIAN STANDARDS 

Headquarters: 

Manak Bhavan, 9 Bahadur Shah Zafar Marg, New Delhi 110002 

Telephones: 2323 0131, 2323 3375, 2323 9402 Website: www.bis.gov.in 

Regional Offices: Telephones 

Central : 601/A, Konnectus Tower -1, 6th Floor, 

DMRC Building, Bhavbhuti Marg, New 

Delhi 110002 

Eastern : 8th Floor, Plot No 7/7 & 7/8, CP Block, Sector V, 

Salt Lake, Kolkata, West Bengal 700091 

Northern : Plot No. 4-A, Sector 27-B, Madhya Marg, 

Chandigarh 160019 

2323 7617 

2367 0012 

2320 9474 

265 9930 

     Southern : C.I.T. Campus, IV Cross Road, Taramani, Chennai 600113    2254 1442

    2254 1216

Western : Plot No. E-9, Road No.-8, MIDC, Andheri 

(East), Mumbai 400093 

2821 8093 

Branches : AHMEDABAD. BENGALURU. BHOPAL. BHUBANESHWAR. CHANDIGARH. CHENNAI. 

COIMBATORE. DEHRADUN.  DELHI.  FARIDABAD.  GHAZIABAD.  GUWAHATI. 

HIMACHAL PRADESH. HUBLI. HYDERABAD.  JAIPUR.  JAMMU & KASHMIR.  

JAMSHEDPUR.  KOCHI. KOLKATA.  LUCKNOW. MADURAI. MUMBAI. NAGPUR. 

NOIDA.  PANIPAT.  PATNA.  PUNE.  RAIPUR.  RAJKOT. SURAT.  VISAKHAPATNAM. 

Published by BIS, New Delhi 









http://www.bis.gov.in/

	Foreword
	1 Scope
	2 Normative references
	3 Terms and definitions
	4 Use of this document
	5 Review of requirements and technical review
	5.1 General
	5.2 Review of requirements
	5.3 Technical review
	6 Sub-contracting
	7 Welding personnel
	7.1 General
	7.2 Welders and welding operators
	7.3 Welding coordination personnel
	8 Inspection and testing personnel
	8.1 General
	8.2 Non-destructive testing personnel
	9 Equipment
	9.1 Production and test equipment
	9.2 Description of production equipment
	9.3 Suitability and maintenance of equipment
	10 Welding and related activities
	10.1 Production planning
	10.2 Welding procedure specifications
	10.3 Qualification of the welding procedures
	10.4 Work instructions
	11 Storage and handling welding consumables
	12 Storage of parent materials
	13 Post-weld heat treatment
	14 Inspection and testing
	14.1 General
	14.2 Inspection and testing before welding
	14.3 Inspection and testing during welding
	14.4 Inspection and testing after welding
	14.5 Inspection and test status
	15 Non-conformance and corrective actions
	16 Calibration and validation of measuring, inspection and test equipment
	17 Identification and traceability
	18 Quality records
	Bibliography



