
 

CED 30 
SCOPE 

CLAY AND STABILIZED SOIL PRODUCTS FOR CONSTRUCTION 
STANDARDIZATION IN THE FIELD OF BURNT, UNBURNT CLAY AND STABILIZED SOIL 
PRODUCTS FOR CONSTRUCTION 
 

 

SI 
No. 

 

IS Number/ DOC 
Number 

Title Reaffirm 
Date 

No. of 
Amd. 

Aspect 

 

STANDARDS PUBLISHED 
 

1  IS 654:2023 Clay roofing tiles, Mangalore pattern ― 
Specification (fourth revision) 
 

  S 

2  *IS 1077:1992 Common burnt clay building bricks ― 
Specification (fifth revision) 
 

Sep 2021 1 S 

3  IS 1464: 2024 Clay ridge and ceiling tiles ― Specification 
(second revision) 
 

Sep 2021  S 

4  IS 1478:2023 Clay flooring tiles ― Specification (third revision) 

 

  S 

5  IS 1725:2023 
(March 2023) 

Stabilized soil blocks used in general construction 
― Specification (third revision) 
 

  S 

6  IS 2117:1991 Guide for manufacture of hand-made common 
burnt clay building bricks (third revision) 
 

Sep 2021  C 

7  IS 2180:1988 Specification for heavy duty burnt clay building 
bricks (third revision) 
 

Sep 2021  S 

8  IS 2222:1991 Specification for burnt clay perforated building 
bricks (fourth revision) 
 

Sep 2021 3 S 

9  *IS 2248:1992 Glossary of terms relating to clay products for 
buildings (second revision) 
 

Sep 2021 1 T 

10  IS 2690 (Part 1):2023 
(March 2023) 

Burnt clay flat terracing tiles — Specification:            
Part 1 Machine made (third revision) 
 

  S 

11  IS 2690 (Part 2):2023 
(March 2023) 

Burnt clay flat terracing tiles — Specification:            
Part 2 Hand made (third revision) 
 

  S 

12  IS 2691:2017 
 

Burnt clay facing bricks ― Specification                    
(third revision) 
 

Feb 2023  S 

13  IS 3367:2023 
(April 2023) 

Burnt clay tiles for use in lining irrigation and 
drainage works — Specification (third revision) 
 

  S 

14  IS 3495 (Part 1):2019 
(Oct 2019) 

Burnt clay building bricks ― Methods of tests:                  
Part 1 Determination of compressive strength               
(fourth revision) 
 

  M 

15  IS 3495 (Part 2):2019 
(Oct 2019) 

Burnt clay building bricks ― Methods of tests:           
Part 2 Determination of water absorption         
(fourth revision) 
 

  M 

16  IS 3495 (Part 3):2019 
(Oct 2019) 

Burnt clay building bricks ― Methods of tests:           
Part 3 Determination of efflorescence                  
(fourth revision) 

 
 

  M 
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17  IS 3495 (Part 4):2019 
(Oct 2019) 

Burnt clay building bricks ― Methods of tests:           
Part 4 Determination of warpage (fourth revision) 
 

  M 

18  IS 3495 (Part 5):2021 
(Nov 2021) 

Burnt clay building bricks ― Methods of test:    
Part 5 Determination of initial rate of absorption 
 

  M 

19  IS 3495 (Part 6):2022 
(May 2022) 

Burnt clay building bricks — Method of test: Part 
6 Determination of modulus of rupture 
 

  M 

20  IS 3583:1988 
IS 3583:1988 (B) 
IS 3583:1988 (H) 

Specification for burnt clay paving bricks                   
(second revision) 
 

 

Feb 2020  S 

21  IS 3951 (Part 1):2023 
(March 2023) 
 

Hollow clay tiles for floors and roofs — 
Specification Part 1 Filler type (third revision) 

  S 

22  IS 3951 (Part 2):2023 
(March 2023) 

Hollow clay tiles for floors and roofs — 
Specification: Part 2 Structural type (third 
revision) 
 

  S 

23  IS 3952:2013 Specification for burnt clay hollow bricks and 
blocks for walls and partitions (third revision) 
 

Dec 2019  S 

24  IS 3978:1993 Manufacture of burnt clay Mangalore pattern 
roofing tiles ― Code of practice (first revision) 
 

Sep 2021  C 

25  IS 4885:1988 Specification for sewer bricks (first revision) 
 

Feb 2020  S 

26  IS 5454:2024 
(March 2024) 

Burnt clay bricks and burnt clay tiles ― Methods 
of sampling (second revision) 
 

  M 

27  IS 5779:1986 Specification for burnt clay soling bricks                     
(first revision) 
 

Sep 2021  S 

28  IS 6165:1992 Dimensions for special shapes of clay bricks                  
(first revision) 
 

Sep 2021  O 

29  IS 7556:1988 Specification for burnt clay jallies (first revision) 
 

Feb 2020  S 

30  IS 11650:1991 Guide for manufacture of common burnt clay 
building bricks by semi-mechanized process                 
(first revision) 
 

Sep 2021  C 

31  IS 13317:2023        Clay roofing country tiles, half round and flat tiles 
— Specification (first revision) 
 

  S 

32  IS 13757:1993 Specification for burnt clay fly ash building bricks  
 

Sep 2021 2 S 

33  IS 17057:2019 
(Nov 2019) 

Construction of bull’s trench brick kiln — 
Guidelines 
 

  C 

34  IS 17058:2019 
(Nov 2019) 

Glossary of terms relating to brick kilns 
 

  T 

35  IS 17059:2019 
(Nov 2019) 

Construction of zig zag brick kiln — Guidelines 
 

  C 

36  IS 17165:2020 
(Dec 2020) 

Manufacture of stabilized soil blocks — 
Guidelines 
 

  C 

 

 



 

 
WITHDRAWN STANDARDS 

 
1 IS 8920:1978 Methods for sampling of burnt clay tiles     

DRAFTS TO BE ISSUED AS P DRAFTS 

 CED 30 (0300)  Sewer Bricks –– Specification (Second Revision of IS 4885) 

 IS 654: 2013 Clay Roofing Tiles, Mangalore Pattern –– Specification (Fifth Revision) 

 
DRAFTS UNDER PRELIMINARY DRAFT STAGE 

 

1 CED 30 (26671) P Heavy Duty Burnt Clay Building Bricks –– Specification [Fourth Revision of IS 2180] 

 
DRAFTS UNDER WIDE CIRCULATION 

1 CED 30 (26161) WC Common Burnt Clay Building Bricks – Specification (Sixth Revision of IS 1077) 

 
DRAFTS IN FINALIZATION 

1 CED 30 (26163) F Glossary of Terms Relating to Clay Products for Buildings (Third Revision of IS 

2248) 

 


