
From : harinder dogra <harinder.dogra@gmail.com>
Subject : Re: Sec 8 to 14 - Adoption of the Draft Indian

Standard on Gypsum Plaster Concrete and Products -
Method of Test: Part 1 Plaster and Concrete' [IS 2542
(Part 1/Sec 8 to 14)]

To : hced <hced@bis.gov.in>
Cc : Manoj. BIS <manoj@bis.gov.in>

Email Manoj. BIS

Re: Sec 8 to 14 - Adoption of the Draft Indian Standard on Gypsum Plaster
Concrete and Products - Method of Test: Part 1 Plaster and Concrete' [IS 2542
(Part 1/Sec 8 to 14)]

Wed, Jul 26, 2023 06:15 PM

The draft standards circulated vide trailing mail is hereby adopted. 

On Wed, 26 Jul, 2023, 3:55 pm hced, <hced@bis.gov.in> wrote:

From: "hced" <hced@bis.gov.in>
To: "H Dogra" <harinder.dogra@gmail.com>
Cc: "Manoj. BIS" <manoj@bis.gov.in>
Sent: Monday, July 24, 2023 6:09:16 PM
Subject: Adoption of the Draft Indian Standard on Gypsum Plaster Concrete and
Products - Method of Test: Part 1 Plaster and Concrete' [IS 2542 (Part 1/Sec 8 to 14)]

भारतीय मानक ब्यूरो
Bureau of Indian Standards

मानक भवन, 9 बहादुरशाह जफर मार्ग, नई दिल्ली - 110 002
Manak Bhavan, 9, Bahadur Shah Zafar Marg, New Delhi 110 002

                                                                                         
                                                                                                                                           
                                                                                 24 July 2023
Our Ref:   CED 04/T-80, 81, 82, 83, 84, 85 and 86  

Subject: Adoption of the Draft Indian Standards on Gypsum Plaster Concrete
and Products – Method of Test: 
                           Part 1 Plaster and Concrete
                           Section 8 Determination of Mass of Coarse Particles (Second
Revision) [Doc: CED 04 (20521), IS 2542(Part 1/Sec 8) : 2023
                           Section 9 Determination of Expansion of Gypsum
Plaster(Second Revision) [Doc: CED 04 (20522), IS 2542(Part 1/Sec 9) : 2023
                           Section 10 Determination of Sand in Set Gypsum
Plaster (Second Revision) [Doc: CED 04 (20523), IS 2542(Part 1/Sec 10) : 2023
                           Section 11 Determination of Wood Fibre Content in Wood
Fibre Gypsum Plaster (Second Revision) [Doc: CED 04 (20524), IS 2542(Part
1/Sec 11) : 2023
                           Section 12 Determination of Dry Bulk Density (Second
Revision) [Doc: CED 04 (20525), IS 2542(Part 1/Sec 12) : 2023
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                           Section 13 Determination of Free Water(Second
Revision) [Doc: CED 04 (20526), IS 2542(Part 1/Sec 13) : 2023
                           Section 14 Determination of Fineness (Second Revision) [Doc:
CED 04 (20527), IS 2542(Part 1/Sec 14) : 2023

Dear Shri Dogra,
  
               
In accordance with sub-rule (5) of rule 22 of BIS Rules 2018, I enclose a copy each of
the above draft Indian Standards  mentioned above finalized  by Building Limes and
Gypsum Products Sectional Committee, CED 04 in the light of comments received from
important users, technologists  and members of Civil Engineering Division Council,
CEDC.        
 
It is requested that this note and its enclosures may be returned to this office as early as
possible recording your approval and adoption of the drafts as Indian Standards on
behalf of the Civil Engineering Division Council, CEDC.

Approval of the drafts by the Chairperson, CED 04 is also forwarded herewith in the
trailing e-mail.

It is requested that this note and its enclosures may be returned to this office as early as
possible after the adoption of the above drafts as Indian Standard, on behalf of the Civil
Engineering Division Council.
 
Thanking you,
 
                                                                                                            Yours faithfully,
 
 
                                                                                                           (Arunkumar S.)
                                                                                                        Head (Civil Engg)
Encl: As above
 
Shri H.S. Dogra
(Chairman, CEDC)
Flat No. 987
Pocket B, Sector A
Vasant Kunj
New Delhi 110070
 
 
                                                          ADOPTED
 
 
                                                                                                     (H.S. DOGRA)
                                                                                                  Chairman, CEDC

From: anuradhachaturvedi@yahoo.com
To: "Manoj. BIS" <manoj@bis.gov.in>
Sent: Thursday, July 20, 2023 5:36:41 PM
Subject: Fw: BIS/CED04 - 'Authorization of the Draft Indian Standard Gypsum Plaster
Concrete and Products - Method of Test: Part 1 Plaster and Concrete' [IS 2542 (Part
1/Sec 8 to 14)]
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Sent from Yahoo Mail for iPhone

Begin forwarded message:

On Thursday, July 20, 2023, 5:02 PM, anuradha chaturvedi
<anuradhachaturvedi@yahoo.com> wrote:

Authorized Draft Indian Standard on 

Gypsum Plaster Concrete and Products – Method of Test: 
      Part 1 Plaster and Concrete
                Section 8 Determination of Mass of Coarse
Particles (Second Revision) [Doc: CED 04 (20521), IS 2542(Part
1/Sec 8) : 2023
                Section 9 Determination of Expansion of Gypsum
Plaster (Second Revision) [Doc: CED 04 (20522), IS 2542(Part
1/Sec 9) : 2023
                Section 10 Determination of Sand in Set Gypsum
Plaster (Second Revision) [Doc: CED 04 (20523), IS 2542(Part
1/Sec 10) : 2023
                Section 11 Determination of Wood Fibre Content in Wood
Fibre Gypsum Plaster (Second Revision) [Doc: CED 04 (20524), IS
2542(Part 1/Sec 11) : 2023
                Section 12 Determination of Dry Bulk Density (Second
Revision) [Doc: CED 04 (20525), IS 2542(Part 1/Sec 12) : 2023
                Section 13 Determination of Free Water (Second
Revision) [Doc: CED 04 (20526), IS 2542(Part 1/Sec 13) : 2023
                Section 14 Determination of Fineness (Second
Revision) [Doc: CED 04 (20527), IS 2542(Part 1/Sec 14) : 2023

Sent from Yahoo Mail for iPhone

On Thursday, July 20, 2023, 4:30 PM, Manoj. BIS <manoj@bis.gov.in> wrote:

भारतीय मानक ब्यूरोBureau of Indian Standards
मानक भवन, 9 बहादुरशाह जफर मार्ग, नई दिल्ली - 110 002

Manak Bhavan, 9, Bahadur Shah Zafar Marg, New Delhi 110
002

Authorization
                                                                                 
                                                                                 

                               

Our Ref: CED 04/T-80, 81, 82, 83, 84, 85 and
86                                                                             
                                                            20July 2023
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Subject: Authorization of the Draft Indian
Standard on

Gypsum Plaster Concrete and Products –
Method of Test: 
      Part 1 Plaster and Concrete
                Section 8 Determination of Mass of
Coarse Particles (Second Revision) [Doc: CED
04 (20521), IS 2542(Part 1/Sec 8) : 2023
                Section 9 Determination of Expansion
of Gypsum Plaster (Second Revision) [Doc: CED
04 (20522), IS 2542(Part 1/Sec 9) : 2023
                Section 10 Determination of Sand in
Set Gypsum Plaster (Second Revision) [Doc:
CED 04 (20523), IS 2542(Part 1/Sec 10) : 2023
                Section 11 Determination of Wood
Fibre Content in Wood Fibre Gypsum
Plaster (Second Revision) [Doc: CED 04
(20524), IS 2542(Part 1/Sec 11) : 2023
                Section 12 Determination of Dry Bulk
Density (Second Revision) [Doc: CED 04
(20525), IS 2542(Part 1/Sec 12) : 2023
                Section 13 Determination of Free
Water (Second Revision) [Doc: CED 04 (20526),
IS 2542(Part 1/Sec 13) : 2023
                Section 14 Determination of
Fineness (Second Revision) [Doc: CED 04
(20527), IS 2542(Part 1/Sec 14) : 2023

Draft Indian Standards mentioned above finalized
by Building Limes and Gypsum Products Sectional
Committee, CED 04 in the light of comments received
from important users, technologists
and members of Civil Engineering Division Council,
CEDC are approved and authorised.
Thank you 

 
Smt Anuradha Chaturvedi
(Chairperson, CED 04)
Associate Professor
School of Planning and Architecture, New Delhi
4-Block B, Indraprastha Estate 
New Delhi 110002 
 
Dear Madam,
 
            In accordance with sub-rule (5) of rule 22 of
BIS Rules 2018, I enclose a copy of the draft Indian
Standards mentioned above finalized
by Building Limes and Gypsum Products Sectional
Committee, CED 04 in the light of comments received
from important users, technologists
and members of Civil Engineering Division Council,
CEDC.        
 



            It is requested that this note and its enclosures
may be returned to this office as early as possible
recording your approval and authorization
of the draft as Indian Standards on behalf of the
Building  Limes and Gypsum Products Sectional
Committee, CED 04.
 
            Thanking you,
 
 
                                                                                      
          Yours faithfully,
 
 
                                                                                                 
          (Arunkumar. S)
                                                                                                 
    Head (Civil Engineering)
Encl : As above

                                         AUTHORIZED & APPROVED
 
 
                                                                                
            Smt Anuradha Chaturvedi
                                                                                 
              (Chairperson, CED 04)


