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TECHNICAL COMMITTEE : Methods of Sampling and Test for Plastics, PCD 27

To,

 

All concerned

Dear Madam/Sir,

The following document has been prepared by the Methods of Sampling and Test for Plastics Sectional
Committee, PCD 27. Please click here to view the document.

Document Number : PCD 27 (27131) WC
Title of the document : PLASTICS METHODS OF TESTING PART 3 PHYSICAL AND DIMENSIONAL
PROPERTIES Section 3 Determination of Apparent Density of Moulding Material that cannot be Poured
from a Specified Funnel (First revision)
Document Type : Revision of Indian Standard (IS 13360 : Part 3 : Sec 3 : 1997)

This document has following salient features which may require specific attention for your valuable comments:

1)  This standard was originally published in 1997 as identical adoption of ISO 61 : 1976. First version of this
standard has superseded IS 8543 (Part II/Sec 2) : 1977. This revision has been undertaken to align the standard with
latest version of ISO 61 : 2023.

Please examine the document and share your comments regarding further improvement in the document.

 

https://www.services.bis.gov.in/php/BIS_2.0/dgdashboard/draft/darftdetailcomm/322/3/PCD-27


Last date for sharing the comments is : 21 February 2025

The comments should be shared in the prescribed template through this portal only; and the comments so received
shall be taken up by the Sectional Committee for necessary action. For any other query, please write an email at
pcd@bis.gov.in to the undersigned at Bureau of Indian Standard, Manak Bhawan, 9, Bahadur Shah Zafar Marg, New
Delhi.

In case no comments are received, we would presume your approval of the documents. However, in case we receive
any comments on the document, the same shall be put up to the Sectional Committee for necessary action.

Thanking You,

 

Yours faithfully,
(CHINMAY DWIVEDI)

Head (Petroleum, Coal and Related Products Department)
Email: pcd@bis.gov.in



यापक पिरचालन म  मसौदा(दे)

 
हमारा सदभ : PCD/27/27131 िदनांक : 23-12-2024

 
तकनीकी सिमित : Methods of Sampling and Test for Plastics Sectional Committee, PCD 27

ातकता : िच रखने वाले सभी िनकाय

महोदय/या,

िननिलिखत मसौदा तैयार िकया गया है :

लेख संया : PCD 27 (27131) WC
शीषक :

कृपया इस/इन मानक(को)/संसोधन(नो) के मसौदे(दो) का अवलोकन कर  और अपनी समितयाँ यह बताते हुए भेज  िक यिद ये
मानक(को) के संशोधन(नो) के प म  कािशत हो तो इन पर अमल करने म  आपके यवसाय अथवा कारोबार म  या
किठनाइयां आ सकती ह  |

समिया ँभेजने की अंितम ितिथ : 21 February 2025

समितयाँ, यिद कोई ह तो, कृपया यहाँ िलक करके ऑनलाइन पोटल के मायम से ऊपर दी गयी अंितम ितिथ तक दज
कराएं |

यह/ये लेख भारतीय मानक यरूो की वेबसाइट www.bis.gov.in पर भी उपलध है/ह  |

धयवाद |
भवदीय/भविदया,

िवभाग मुख का नाम : CHINMAY DWIVEDI
(Petroleum, Coal and Related Products Department)

ई-मेल : pcd@bis.gov.in
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