
 

 

विद्यतु तकनीकी विभाग 
 

            

हमारा सन्दभभ :  ईटीडी-02/G-1 & ईटीडी /G-25                                                                              17-04-2018 

 

विषय  : भारतीय मानकों की पुनः पुवि/Reaffirmation of Indian Standards 

 

निम्िलिखित भारतीय मािकों का, ईटीडी 02 द्वारा उिकी पुिः पुष्टिकरण नतथि से अप्रैल 2018 में आगामी पाांच वर्षों 
के लिए पुिः पुष्टिकरण ककया गया है 

 

The Indian Standards given below have been reaffirmed during the month of April 2018 by the ETD 02 for 

a further period of five years. 

 

S.No. IS No. Title Reaffirmation 

Date 

1.  IS 1576:1992 Solid pressboard for electrical purposes April 2018 

2.  IS 2260:1973 Preconditioning, conditioning and testing of solid 

electrical insulating materials  

April 2018 

3.  IS 2464:1963 Built-up mica for electrical purposes April 2018 

4.  IS 4248:1967 Non-ignitable and self-extinguishing boards (with 

mineral base) for electrical purposes 

April 2018 

5.  IS 4249:1967 Classification and methods of tests for non-

ignitable and self-extinguishing properties of solid 

electrical insulating materials 

April 2018 

6.  IS 4486:1967 Recommended methods for the determination of 

the permittivity and dielectric dissipation  factor  

of electrical insulating materials at power, audio 

and radio frequencies including metre 

wavelengths 

April 2018 

7.  IS 5711:1970 Vulcanized fibre rods and tubes for electrical April 2018 

8.  IS 6230:1970 Woven asbestos tape for electrical insulating April 2018 

9.  IS 7755:1975 High tension insulating cotton tape  

impregnated with bitumen based compound 

April 2018 

10.  IS 7809(Part 1):1975 

IEC 60454-1(1974) 

Pressure sensitive adhesive tapes for electrical 

purposes: Part 1 General requirements 

April 2018 

11.  IS 7809(Part 3/Sec  4):1977 Pressure sensitive adhesive tapes for electrical  

purposes: Part 3 Specifications for individual  

materials, Section 4 Cellulosic paper, creped with 

thermosetting adhesive 

April 2018 

12.  IS 10026(Part 3/Sec  8):1986 Insulating varnishes  containing solvents:   

Part 3 Specifications for individual materials,  

Section 8 Baking varnishes with temperature 

index 

April 2018 

13.  IS 10026(Part 3/Sec  9):1986 Insulating varnishes containing solvents: Part 3 

Specifications for individual materials, Section 9 

Baking varnishes with temperature index 130 for 

magnetic core sheets 

April 2018 

14.  IS 10163(Part 1):1982 

IEC 60377-1(1973) 

Recommended methods of tests  for the  

determination of dielectric properties of insulating 

materials at frequencies  above 300 MHz: Part 1 

April 2018 

15.  IS 10333:1982 Epoxy resin systems  for cast resin insulated 

power and control cable joints and terminations 

upto and including  11 kV 

April 2018 

16.  IS 13335:1992 Muscovite mica scrap for mica paper April 2018 



17.  IS 13357:1992 Methods of grading and visual classification of 

muscovite mica splittings 

April 2018 

18.  IS 13884:1993 Muscovite mica flakes and mica powder for  

industrial applications 

April 2018 

 

निदेशक (बिक्री) /डी(पीयूिी)/ डी(एिएससी) से अिुरोध है की वे उपरोकत भारतीय मािकों पर पुिः पुष्टिकरण के वर्षष 
की स्िापिा के लिए उथचत कायषवाही करें I 
 

Director (Sales) / D(Pub)/D(LSC) may kindly take suitable action for affixing the year of reaffirmation to 

the above mentioned standard. 

 

 

                                                                                                 

 

 

 

 

 

           (राजीव शर्ाा) / (Rajeev Sharma)  

                                                                                  वैज्ञानिक ‘ई’ एव ंप्रर्ुख (ईटीडी)/Sc.’E’ & Head (ETD) 

 

 

 

 

 

 

 

 

निदेशक (बिक्री) /D(Sales) 

डी(पीयूिी)/ D(Pub) 

डी(एिएससी)/ D(LSC) 

 

Copy to :   i)  All Departments and Offices of BIS (by mail) 

                 ii)  ITS: with the request to host on the intranet  
 


