
AMENDMENT NO. 1   AUGUST 2024 

TO 

IS 17079 : 2019 RUBBER MODIFIED BITUMEN (RMB) ― SPECIFICATION 

[Page 3, Table 2, Sl No. (vii), IS No. (5)] — Substitute ‘1206 (Part 1)’ for ‘1206 (Part 2)’. 

(Page 1, clause 2) — ‘Insert the following new reference after IS 1205 in references table IS 1206 (Part 1) : 

2023 — Methods for testing tar and bituminous materials: Part 1 Determination of viscosity by volumetric flow 

rate method (second revision)’.  
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