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Section 2 Resistance to Liquids 

 
1. SCOPE 
 
1.1 This standard ( Part 7/Sec 2 ) prescribes general methods for determining the resistance of single-coat 
paint films, paint systems or allied products to the action of liquids.  
 
1.1.1 Three methods of test are specified and the method to be used depends on the particular requirements 
of the test material. Method I is intended for more resistant coatings, requiring longer periods of exposure 
than those which may be tested by Method 2 or 3. 
 
  
 


