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Indian Standard 
SPECIFICATION FOR 

READY MIXED PAINT, BRUSHING, 
ZINC CHROME, PRIMING 

 
 
 
 
 
1. SCOPE 
 
1.1 This standard prescribes requirements and methods of sampling and test for the material commercially 
known as ready mixed paint, brushing, zinc chrome, priming, air drying. 
 
1.1.1. The material is used for the protection of aluminium and light alloys and may also be used for 
steelwork. It may be used under marine and inland outdoor conditions. 


