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ceramic insulator industry and pottery industry.

2 REFERENCES

which, through reference in this text, constitute
provisions of this standard. At the t ime of
publication, the editions indicated were valid. All
standards are subject to revision and parties to
agreements based on this standard are encouraged
to investigate the possibility of applying the most
recent editions of the standards indicated below:

IS No.                                    Title
264 : 2005 Nitric acid — Specification (third

revision)
265 : 1993 Hydrochloric acid — Specification

(fourth revision)
266 : 1993 Sulphuric acid — Specification (third

revision)
799 : 1985 Specification for ammonia, liquor

(second revision)

915 : 2006 One-mark volumetric flasks —
Specification (second revision)

1070 : 1992 Reagent grade water — Specification
(third revision)

1997 : 1982 Specification for burettes (second
revision)

2109 : 1982 Methods of sampling dolomite,
limestone and other allied materials
(first revision)

2781 : 2004 Glossary of terms relating to ceramic
ware (second revision)

4486 : 1967 Recommended methods for the
determination of the permittivity and
dielectric dissipation factor of
electrical insulating materials at power,
audio and radio frequencies including
metre wavelengths

4589 : 2002 Plastic clay and washed plastic clay
for ceramic industry — Specification
(third revision)

10332 : 1982 Specification for hydrofluoric acid,
aqueous

1 SCOPE

This standard prescribes requirements and methods
of sampling and test for talc suitable for use in
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