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BURR FLOUR MILLS- SPECIFICATION 
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1 SCOPE 
 
1.1 This standard prescribes the requirements and methods of sampling and tests for 
emery stones used in ‘burr’ flour mills. 
 
2 REFERENCES 
 
IS No.   Title 

IS 210 : 1978 Specification for grey iron castings ( third revision ) 

IS 254 : 1973 Specification for magnesium chloride ( second revision ) 

IS 1124 : 1974 Method of test for determination of water absorption, apparent 
specific gravity and porosity of natural building stones ( first 
revision ) 

IS 2062 : 1984 Specification for weldable structural steel ( third revision ) 

IS 4905 : 1968 Methods for random sampling 

IS 7775 : 1975 Specification for ceramic grinding media and lining 

IS 10132 : 1982 Method of test for materials for use in the preparation of  
magnesium oxychloride flooring compositions 
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