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ALUMINIUM SHORE GANGWAYS — SPECIFICATION

( First Revision )
1 SCOPE

This standard specifies requirements for two types
of aluminium ship-to-shore gangways which are for
the use of persons only to embark or disembark
safely.

2 REFERENCES

The following standards contain provisions which
through reference in this text, constitute provisions of
this standard. At the time of publication, the editions
indicated were valid. All standards are subject to
revision and parties to agreements based on this
standard are encouraged to investigate the possibility
of applying the most recent editions of the standards
indicated below:

IS No. Title

733 : 1983 Specification for wrought aluminium
and aluminium alloy bars, rods and
sections (for general engineering
purposes) (third revision)

736 : 1986 Specification for wrought aluminium
and aluminium alloy plate for general
engineering purposes (third revision)

737 : 1986 Specification for wrought aluminium
and aluminium alloy sheet and strip
for general engineering purposes
(third revision)

740 : 1977 Specification for wrought aluminium
and aluminium alloy rivet stock for
general engineering purposes (second
revision)

1084 : 2005 Textiles — Manila ropes —
Specification (fifth revision)

1284 : 1975 Specification for wrought aluminium
alloy bolt and screw stock (for
general engineering purposes)
(second revision)

1285 : 2002 Wrought aluminium and aluminium
alloys — Extruded round tube and
hollow sections for general
engineering purposes—Specifica-
tion (third revision)

1321 Sisal ropes — Specification:
(Part 1) : 2003 Untarred varieties (fourth revision)
(Part 2) : 1982 Tarred varieties (second revision)

2062 : 2006 Hot rolled low, medium and high
tensile structural steel (sixth revision)

IS No. Title

3109 (Part 1) : Specification for short link chain,
1982 grade M4 : Part 1 Non-calibrated load

chain for lifting purposes ( second
revision)

4009 Specification for grease nipples:
(Part 1) : 1981 Button head grease nipples ( first

revision)
(Part 2) : 1981 Conical head grease nipples ( first

revision)
(Part 3) : 1995 Cup type — Specification

4736 : 1986 Specification for hot-dip zinc
coatings on mild steel tubes ( first
revision)

5175 : 1992 Polypropylene ropes (3-strand
howser-laid and 8-strand-plaited) —
Specification (second revision)
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