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BENTONITE FOR 
GROUTING IN CIVIL ENGINEERING 

WORKS – SPECIFICATION 
 
 
1 SCOPE 
 
This standard prescribes the requirements and the methods of sampling for bentonite used as grouting 
material. 
 
2 REFERENCES 
 
The following Indian Standards are necessary adjuncts to this standard: 
 
    IS No.      Title 
 
2720 Part 4 : 1986  Methods of test for soils Grain size analysis (second revision ) 
Part 5 : 1985   Determination of liquid and plastic limits ( second revision ) 
Part 26 : 1987   Determination of PH value ( second revision ) 
Part 40 : 1975   Determination of free swell index of soils 
2809 : 1972 Glossary of terms and symbols relating to soil engineering (first 

revision ) 
4905 : 1968   Methods for random sampling. 
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