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WOODEN SOFA-CUM-BED – SPECIFICATION 
 

 
1 SCOPE 
 
1.1 This standard lays down requirements of materials, functional dimensions and finishes of 
wooden sofa-cum-bed used as domestic furniture. 
 
2 REFERENCES  
 
2.1 The Indian Standards listed in Annex A are necessary adjuncts to this standard. 
 

ANNEX A 
 
( Clause 2.1 ) 
 

LIST OF REFERRED INDIAN STANDARDS 
 

       IS No.       Title 
 

IS 287: 1973 Recommendations for maximum permissible moisture content 
for timber used for different purposes  
( second revision ). 

IS 303: 1975 Plywood for general purposes ( second revision ). 

IS 401: 1982 Code of practice for. Preservation of timber  
(third revision). 

IS 848: 1974 Synthetic resin adhesives for plywood (phenolic and 
aminoplastic) ( first revision ). 

IS 851 : 1978 Synthetic resin adhesives for construction work (Don-
structural ) in wood ( first revision ). 

IS 852: 1969 Animal glue for general wood working purposes  
( first revision) 

IS 1141 : 1973 Code of practice for seasoning. of timber ( first revision) 

IS 1365 : 1978 Slotted countersunk head screws (dia range 1·6 to 20 mm) 
(third-revision). 

IS 1659 : 1979 Block board.(second revision) 

IS 2046 : 1969 Decorative thermosetting syathetic resin bonded laminated 
sheets (first revision) 

IS 2338 (Part 2) : 1967 Code of practice for finishing of wood and wood based 
materials: Part 2 Schedules. 

IS 3087 : 1986 Wood particle boards (first revision) . 
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IS 3097 : 1980 Veneered particle boards ( first revision ). 

IS 3845 : 1965 Code of practice for joints used in wooden furniture. 

IS 4835 : 1979 Polyvinyl acetate dispersonbased ( first revision) ). 

IS 5807 Method of test for clear finishes for wooden furniture. 

Part 1 : 1975 Resistance to dry heat ( first revision ). 

Part 2 : 1975 .Resistance to wet heat (first revision) 

Part 3 : 1971 Resistance to marking by oils and fats. 

Part 4 : 1975 Resistance to marking by liquids. 

IS 6160 : 1972 Slotted countersunk wood screws. 
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