
IS 1273 : 1989 

Indian Standard 
LEATHER PUMP BUCKETS MADE 

FROM CHROME TANNED LEATHER — 
SPECIFICATION 

1 SCOPE 

1.1 This standard prescribes the requirements of 
leather pump buckets made from chrome tanned 
leather for use in water system when temperature 
is likely to be higher than normal temperature. 

2 REFERENCES 

2.1 The following Indian Standards are necessary 
adjuncts to this standard: 

IS No. Title 

IS 323 : 1959 Specification for rectified spirit 

IS 582 : 1970 Methods of chemical testing of 
leather (first revision) 

IS 1640 : 1960 Glossary of terms relating to 
hides, skins and leather 

IS 5868 : 1983 Methods of sampling for leather 
(first revision) 

IS 5914 : 1970 Methods of physical testing of 
leather 
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