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 OF SAMPLING 
 
 
 

1 SCOPE 
 
1.1 This standard prescribes the methods of sampling and criteria for conformity of calcined clay 
pozzolana. 
 
 
2 REFERENCES 
 
2.1 The following Indian Standards are necessary adjuncts to this standard: 
 
 
      IS No.             Title 

 
IS 1344 : 1981 Specification for calcined clay pozzolana 
IS 4905 : 1961 Methods for random sampling 
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