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1 SCOPE 
 
This standard (Part 7 ) covers method for the determination of binder content in bitumen felts by Soxhlet 
apparatus. 
 
2 REFERENCES 
 
The Indian Standards listed below are necessary adjuncts to this standard: 
 
        IS No.         Title  
 
245 : 1988  Trichloroethylene technical (third revision)  
1840 : 1961  Benzene, reagent grade  
4911 : 1986 Glossary of terms relating to bitumlnous water-proofing and damp-proofing of 

buildings 
 
 
 

SR245.PDF
SR1840.PDF
SR4911.PDF

