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IS 14361 : 2011

Indian Standard
PATENT LEATHER — SPECIFICATION

This standard prescribes requirements, methods of
sampling and test for patent leather.

2 REFERENCES

The standards listed below contain provisions which
through reference in this text constitute provisions of
this standard. At the time of publication, the editions
indicated were valid. All standards are subject to
revisions and parties to agreements based on this
standard are encouraged to investigate the possibility
of applying the most recent editions of the standards
indicated below:

IS No. Title

576 : 1989 Glazed kid for shoe upper (second
revision)

582 : 1970 Methods of chemical testing of
leather (first revision)

1640 : 2007 Glossary of terms relating to hides,
skins and leather (first revision)

5868 : 1983 Method of sampling for leather (first
revision)

5914 : 1970 Methods of physical testing of leather
6191 : 1971 Micro-biological colour fastness and

microscopical tests for leather
13307 : 1992 Resin finished shoe uppers from goat

and sheep skins — Specification
14575 : 1989 Determination of pentacholoro-

phenol (PCP) in leather — Method
of test

14898 : 2001 Eco criteria for finished leather —
Specification
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