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1 SCOPE 
 
This standard covers the method of manufacture and the requirement of coir veneer board ( coconut fibre 
with veneer) for general purposes.  
 
2 NORMATIVE REFERENCES 
 
The standards listed in Annex A contain provisions which through reference in this text, constitute 
provisions of this standard. At the time of publication, the editions indicated were valid. All standards are 
subject to revision and parties to agreements based on this standard are encouraged to investigate the 
possibility of applying the most recent editions of the standards indicated in Annex A. 
 

ANNEX A 
 
( Clause 2 ) 
 

LIST OF REFERRED INDIAN STANDARDS 
 

        IS No.       Title 
 

848: 1974 Synthetic resin adhesive for plywood ( phenolic and aminoplastics) 
(first revision) 

1734 Method of test for plywood: 

( Part 1) : 1983 Determination of density and moisture content (second revision) 

( Part 6 ) : 1983 Determination of water resistance ( second revision) 

( Part7 ) : 1983 Mycolcglcal test (second revision) 

7638: 1999 Wood/lignocellulosic based panel products - Method for sampling 
( second revision) 

9308 Specification for mechanically extracted coir fibres: 

( Part2 ): 1987 Mattress coir fibre (first revision) 

( Part 3 ): 1987 Decorticated coir fibre (first revision) 
 

12049: 1987 Dimensions and tolerance relating to wood based panel materials 
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