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1 SCOPE 
 
1.1 This standard covers the methods of application of bitumen felts for damp-proofiing treatment to 
foundations, basements and walls of buildings to prevent the penetration of moisture and water from an 
external source at or below ground level.  
 
2 REFERENCES 
 
The Indian Standards listed in Annex A are necessary adjuncts to this standard, 
 

ANNEX A 

 ( Clause 2) 

LIST OF REFERRED INDIAN STANDARDS 
 
      IS No.             Title 

 
269 : 1989 33 Grade ordinary portland cement ( fourth revision ) 
702 : 1988 Industrial bitumen ( second revision ) 
1322 : 1982 Bitumen felts for waterproofing and damp-proofing ( third revision ) 
1346 : 1991 Code of practice for waterproofing of roofs with bitumen felts ( third revision ) 
2116 : 1980 Sand for masonry mortars ( first revision ) 
3067 : 1988 Code of practice for general design details and preparatory work for damp-

proofing and waterproofing of buildings ( first revision ) 
3384 : 1986 Bitumen primer for use in waterproofing and damp-proofing ( first revision ) 
4911 : 1986 Glossary of terms relating to bituminous waterproofing and damp-proofing of 

building ( first revision ) 
7193 : 1974 Glass fibre base coal tar pitch and bitumen felts 
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