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1. SCOPE 
 
1.1 This standard (Part I) covers the following tests for aggregates for concrete: 
 

a) Sieve analysis, 
b) Determination of materials finer than 75-micron, 
c) Determination of flakiness index, 
d) Determination of elongation index, and 
e) Determination of angularity number. 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 


