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METHODS OF TEST FOR 

PLASTIC FLOORING AND WALL TILES 
 

 
1. SCOPE 
 
1.1 This standard covers the methods for carrying out the following tests on flexible PVC flooring, PVC 
asbestos floor tiles and polystyrene wall tiles: 
 
        Method of Test    Clause No. 

a) Dimensions 3 

b) Squarenesa 4 

c) Dimensional stability 5 

d) Colour fastness to daylight 6 

e) Volatile matter 7 

f) Curling 
 

8 

g) Indentation 9 

h) Residual indentation 10 

j) Resistance to various substance 11 

k) Ply adhesion 12 

m) Deflection 13 

n) Impact 14 

p) Opacity 15 

q) Cracks and crazing 16 

r) Resistance to heat deformation 17 



I) Water absorption 18 

t) Surface spread of flame 19 

u) Abrasion resistance 20 

 
 

 


