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CANVAS SHOES, RUBBER SOLE —
SPECIFICATION

1 SCOPE

This standard prescribes requirements and methods
of sampling and test for canvas shoes having rubber
sole and heel, required for general use, games, sports
and physical training.

2 REFERENCES

The Indian Standards listed in Annex A contain
provisions which through reference in this text,
constitute provisions of this standard. At the time of
publication, the editions indicated were valid. All
standards are subject to revisions, and parties to
agreements based on this Indian Standard are
encouraged to investigate the possibility of applying
the most recent editions of the Indian Standards listed
in Annex A.

ANNEX A
(Clause 2)

LIST OF REFERRED INDIAN STANDARDS

IS No. Title

Methods for determination of colour
fastness of textile materials to
daylight (first revision)

686 : 1985

Method for determination of colour
fastness of textile materials to
mechanical washing. Test 3 (second
revision)

Method for determination of colour
fastness of textile materials to
mechanical washing, Test 4 (second
revision)

764 : 1979

765 : 1979

Method of determination of colour
fastness of textile materials to
perspiration (fird revision)

971 : 1983

1638 : 1969 Sizes and fittings of footwear (first

revision)

1670 : 1991 Textile-yarn — Determination of
breaking load, elongation at break

of single strand (second revision)

Methods for determination of length
and width of fabrics (second
revision)

1954 : 1990

(Part 9) : 1978 Density (firsd revision)

(Part 10) : 1977 Compression set at constant strain
(firg  revision)

(Part 16) : 1974 Measurement of cut growth of

IS No. Title

Methods for determination of
threads per unit length in woven
fabrics (second revision)

1963 : 1981

Methods for determination of
breaking load and elongation at
break of woven textile fabrics
(second revision)

1969 : 1985

2050: 1991 Glossary of terms relating to

footwear (first revision)

Method for determination of colour
fastness of textile materials to
artificial light (xenon lamp) (first
revision)
Methods of test for vulcanized
rubbers.

(Part 1): 1987 Tensile stress-strain properties
(second revision)

2454 : 1985

3400

(Part 2): 1980 Hardness (first revision)
(Part 4): 1987 Accelerated ageing (second
revision)

(Part 5): 1986 Adhesion of rubbers to textile
fabrics (second revision)

rubber by the use of the ross flexing
machine
6368 : 1971 Method of sampling of rubber and
rubber combination footwear
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