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Indian Standard  
CODE OF PRACTICE FOR 

MANUFACTURE OF BURNT CLAY 
MANGALORE PATTERN ROOFING TILES 

 
 
 
1. SCOPE 
 
1.1 This standard coven the selection of raw material, moulding and burning of burnt clay 
roofing tiles with specific reference to machine pressed inter-locking clay roofing tiles of 
the Mangalore pattern. 


