
 
(PREVIEW) 

  
   IS 4139 :  1989 

 

Indian Standard 
 

CALCIUM SILICATE BRICKS — 
SPECIFICATION 

 
(Second Revision) 

 
 

1 SCOPE 
 
1.1 This standard covers the requirements regarding classification, general quality, dimensions, 
compressive strength and drying shrinkage of calcium silicate bricks used in buildings.  
 
2 REFERENCES 
 
2.1 The Indian Standards listed below are necessary adjuncts to this standard. 
 
      IS No.             Title 

 
IS 3495 (Part 1 to 4) : 
1976 

Methods of test for burnt clay buildings bricks (second revision) 

IS 3812 : 1981 Specification for fly ash for  use as pozzolana and admixture (first revision ) 
IS 5454 : 1978 Methods of sampling of burnt clay building bricks (first revision) 
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