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1 SCOPE 
 
This standard covers the requirements for the production and supply of ready-mixed concrete. It does not 
cover the placing, compaction, curing or protection of concrete after delivery 
 
2 REFERENCES 
 
The standards listed in Annex A contain provisions which through reference in this text, constitute 
provisions of this standard. At the time of publication, the editions indicated were valid. All standards are 
subject to revision and parties to agreements based on this standard are encouraged to investigate the 
possibility of applying the most recent editions of the standards indicated in Annex A.    
 

ANNEX A 

(Clause 2) 

LIST OF REFERRED INDIAN STANDARDS 
 
      IS No.             Title 

 
383 : 1999 Coarse and fine aggregates from natural sources for concrete— Specification (third 

revision) 
456 :  2000 Plain and reinforced concrete— Code of practice (fourth revision) 
1199 : 1959 Methods of sampling and analysis of concrete 
4082 : 1996 Recommendations on stacking and storage of construction materials and 

components at site (second revision) 
4634 : 1991 Methods for testing performance of batch-type concrete mixers (first revision)  
8142 : 1976 Method of test for determining setting time of concrete by penetration resistance 
9103 : 1999 Concrete admixtures—Specification (first revision) 
14858 : 2000 Compression testing machine used for testing of concrete and mortar—  
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