
IS 576 : 1989 

Indian Standard 

LEATHER – GLAZED KID FOR SHOE 
UPPERS – SPECIFICATION 

1 SCOPE 

1.1 This standard prescribes the requirements and 
methods of sampling and test for glazed leathers 
for shoes. 

2 REFERENCES 

2.1 The following Indian Standards are necessary 
adjuncts to this standard: 

IS No. Title 

IS 582 : 1970 Methods of chemical testing of 
leather ( first revision ) 

IS 1640 : 1960 Glossary of terms relating to 
hides, skins and leather 

IS 5868 : 1983 Methods of sampling of leather 
( first revision ) 

IS 5914 : 1970 Methods of physical testing of 
leather 

IS 6191 : 1971 Methods of micro-biological 
colour fastness and microscopi­
cal tests for leather 
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