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IS 6213 (Part 13) : 2013

Indian Standard

METHODS OF TEST FOR PULP
PART 13 DETERMINATION OF COPPER CONTENT

(First Revision)

1 SCOPE

This standard (Part 13) prescribes the method for the
determination of copper content of pulp.

2 REFERENCES

The standards listed below contain provisions which,
through reference in this text, constitute provisions of
this standard. At the time of publication, the editions
indicated were valid. All standards are subject to
revision and parties to agreements based on this
standard are encouraged to investigate the possibility
of applying the most recent editions of the standards
listed below:

IS No. Title

1070 : 1992 Reagent grade water (third revision)
6213 (Part 7) : Methods of test for pulp: Part 7 Ash
1971 content in pulp
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