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PART II DETERMINATION OF DRYING SHRINKAGE 

 
 
 
1. SCOPE 
 
1.1 This standard ( Part II ) covers the method for determination of drying shrinkage of autoclaved cellular 
concrete elements, measured as the length change during drying of prismatic specimens of autoclaved  
cellular concrete. 
 


