Synopsis
Number and Title of the Indian Standard: IS 7016 (Part 1/Sec 2) : 2019

&
ISO 2286-2 : 2016 METHODS OF TEST FOR COATED AND TREATED FABRICS

Part 1 Determination of Roll Characteristics Section 2 Methods for determination of total mass
per unit area, mass per unit area of coating and mass per unit area of substrate

a) Scope: This section of standard describes methods of determining the length, width and net
mass of a roll of rubber- or plastics-coated fabric.

b) Salient features of content: This Standard details the procedure for Determination of length,
width and net mass of a roll, definitions, apparatus used in test, requirement related to test report
etc. This standard is identical with ISO 2286-2: 2016.

¢) Types/grades/classes, if any covered in the standard: Nil

d) Disclaimer (to be automatically provided by the program/software)



