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1 SCOPE 
 
This standard lays down the composition, minimum requirements, workmanship and prescribes tests for 
rubber flooring material suitable for covering floors of domestic and public buildings, cinemas, hospitals, 
large stores, ships, transport vehicles, etc. This standard does not cover the requirements for special types 
of rubber flooring used for electrical insulating purposes, conductive or antistatic flooring or rubber 
flooring having chemical and oil-resistant properties.  
 
 
2 REFERENCES 
 
The Indian Standard listed in Annex A are necessary adjuncts to this standard. 
 

ANNEX A 

(Clause 2) 

LIST OF REFERRED INDIAN STANDARDS 
 
      IS No.             Title 

 
180 : 1984 Specification for cotton sheetings (second revision) 
2818 ( Part 2 ) : 1971 Specification for Indian hession: Part 2 305 and 229 g/m2 at 16 percent contact 

regain (first revision) 
3400 ( Part 2 ) : 1980 Methods of test for vulcanized rubbers : Part 2 Hardness (first revision) 
3400 ( Part 3 ) : 1987 Methods of test for vulcanized rubbers : Part 3 Abrasion resistance using a rotating  

cylindrical drum device (first revision) 
3400 ( Part 10 ) : 1977 Methods of test for vulcanized rubbers : Part 10 Compression  set a constant strain 

(first revision) 
4905 : 1968 Methods of random sampling 
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