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Indian Standard

TEXTILES — JUTE SACKING — GENERAL
REQUIREMENTS

1 SCOPE

This standard specifies terminology, general
requirements, packing, marking, sampling, inspection
and criteria for conformity of jute sacking fabrics and

2 REFERENCES

The standards listed in Annex A contain provisions
which through reference in this text, constitute
provisions of this standard. At the time of publication,

bags. the editions indicated were valid. All standards are
subject to revision and parties to agreements based on
this standard are encouraged to investigate the
possibility of applying the most recent editions of the
standards given at Annex A.
ANNEX A
(Clause 2)
LIST OF REFERRED INDIAN STANDARDS
IS No. Title IS No. Title

1954 : 1990 Determination of length and widthof 2387 : 1969 Methods for determination of mass
fabrics — Methods (second revision) of jute fabrics (first revision)

1963 : 1981 Methods for determination of threads 2873 : 1991 Textiles — Packaging of jute
per unit length in woven fabrics products in bales — Specification
(second revision) (second revision)

1964 : 2001 Textiles — Methods for deter- 2969 : 1974 Method for determination of oil
mination of mass per unit length and content of jute yarn and fabrics
mass per unit area of fabrics (second (first revision)
revision) 5476 : 1986 Glossary of terms relating to jute

1969 : 1985 Methods for determination of (first revision)
breaking load and elongation of 9030 : 1979 Method for determination of seam

woven textile fabrics (second
revision)

strength of jute fabrics including
their laminates
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