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(PREVIEW)

Indian Standard

PREFORMED FIBROUS PIPE INSULATION —
SPECIFICATION

1 SCOPE

1.1 This standard prescribes requirements and
methods of sampling and test for preformed
fibrous pipe sections for thermal insulation.

2 REFERENCES

The Indian Standards listed below are the
necessary adjuncts to this standard:

IS No. Title

1070 : 1992 Reagent grade water (
revision )

3069 : 1965 Glossary of terms, symbols and
units  relating to thermal
insulation materials

3144 : 1990 Methods of test for mineral wool
thermal insulation materials
(first revision )

3346 : 1980 Methods for the determination of
thermal conductivity of thermal
insulation materials (two slab,
guarded hot-plate method) (
revision )

4905 : 1968 Methods for random sampling

5688 : 1970 Methods of test for preformed
block-type and pipe-covering type
thermal insulation (
revision )

5724 :1970 Methods of test for thermal
insulating cements
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