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The following Indian Standards given below have been approved for Reaffirmation during the

month December 2020 by the Paints, Varnishes and Related Products Sectional Committee, CHD 20
for a further period of five years.

SI.No. IS Number Title
IS 101 : Part Methods of sampling and test for paints, varnishes and related products: Part
1:Sec8: 1 test on liquid paints (General And Physical): Sec 8 pigments and extenders
2015 - Determination of pH value of an aqueous suspension
IS 101 : Part Methods of sampling and test for paints, varnishes and related products: Part
2:Sec3: 2 test on liquid paints (Chemical Examination): Sec 3 determination of
2015 volatile organic compound (VOC) content - Difference method
IS 101 : Part Methods of sampling and test for paints, varnishes and related products: Part
5:Sec4: 5 mechanical tests: Sec 4 print free test (Third Revision)
1988
IS 101 : Part Methods of sampling and test for paints, varnishes and related products: Part
6:Secl: 6 durability tests: Sec 1 resistance to humidity under conditions of
1988 condensation (Third Revision)
IS 101 : Part Methods of samplin6 and test for paints, varnishes and related products: Part
6:Sec3: 6 durability tests on paint films: Sec 3 moisture vapour permeability (Third
1990 Revision)
IS 101 : Part Methods of sampling and test for paints,varnishes and related products: Part
7:Sec2: 7 environmental tests on paint films: Sec 2 resistance to liquids (Third
1990 Revision)
IS 101 : Part Methods of sampling and test for paints, varnishes and related products: Part
8:Sec4: 8 tests for pigments and other solids: Sec 4 phthalic anhydride (Fourth
2015 Revision)
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IS 140 :
2015

IS 150 :
1950

IS 158 :
2015

IS 164 :
2015

IS 524 :
1983

IS 2074 :
Part1: 2015
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1971

IS 6127 :
1971

IS 6948 :
1973

IS 6951 :
1973

IS 13183::
1991

1S 13184 :
1991

IS 16361 :
2015

Ready mixed paint, exterior, petrol resisting, air drying - Specification
(Second Revision)

Specification for ready mixed paint, brushing, finishing, stoving, enamel,
colour as required

Ready mixed paint, brushing, bituminous, black, acid, alkali and heat
resisting - Specification (Fourth Revision)

Ready mixed paint for road marking - Specification (Second Revision)

Specification for varnish, finishing, exterior, air - Drying (Second Revision)

Ready mixed paint, air drying, red oxide - Zinc chrome, priming -

Specification: Part 1 for domestic and decorative applications (Third

Revision)

Specification for thinner for cellulose nitrate based paints and lacquers

Specification for nitrocellulose surfacer

Specification for varnish, spar and fungicidal

Specification for ready mixed paint, undercoat, synthetic for ships

Specification for ready mixed paint, finishing, exterior, for ships

Aluminium paint, heat resistant - Specification

Mastic filler, epoxy based - Specification

Thermoplastic polymer based coatings: (A) undercoating (B) finishing -
Specification
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Director (Sales)/D(Pub)/ D (LSC) may kindly take suitable action for affixing the year or reaffirmation

of the above mentioned standards.

fagwres (fesfr )/ Director (Sales)

fgve (s )/ D(Pub)/

v (gerera) D (LSC)

Copy to : i) All Departments and Offices of BIS (by mail)

ii) ITS: with the request to host on the intranet

(v & =) (A K Lal)
wq@ (wmam) Head (Chemical)



