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10. SURFACE FINISH
10.1 Cold-rolled steel strips shall be supplied with bright finish.

11. PACKING

11.1 Cold-rolled steel coils shall be suitably packed to prevent them from
rusting and damage during transit.

coil of strip shall be legibly marked with:

a) Name or trade-mark of the manufacturer,
b) Grade,
c) Size, and

d) Cast number or any other identification mark by which the
coil may be traced to the cast from which it was made.

12?.] The material may also be marked with the ISI Certification
Mark,

Note — The use of the ISI Certification Mark is governed by the provisions of the
Indian Standards Institution ( Certification Marks ) Act and the Rules and Regulations
made thereunder. The ISI Mark on products covered by an Indian Standard conveys
the assurance that they have been produced to comply with the requirements of that
standard under a well-defined system of inspection, testing and quality control which
is devised and supervised by ISI and oPeralcd b;{' the producer, l:iSI marked products
are also continuously checked by ISI for conformity to that standard as a further
safeguard, Details of conditions under which a licence for the use of the ISI Certifica-
tion Mark may be granted to manufacturers or processors, may be obtained from the
Indian Standards Institution.



